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With infrared spectroscopy we investigated the spin-reorientation transition from an orthorhombic
antiferromagnetic (o-AF) to a tetragonal AF (t-AF) phase and the reentrance of the o-AF phase in the
superconducting state of underdoped Ba1−xKxFe2As2. In agreement with the predicted transition from a
single-Q to a double-QAF structure, we found that a distinct spin density wave develops in the t-AF phase.
The pair breaking peak of this spin density wave acquires much more low-energy spectral weight than the
one in the o-AF state which indicates that it competes more strongly with superconductivity. We also
observed additional phonon modes in the t-AF phase which likely arise from a Brillouin-zone folding that
is induced by the double-Q magnetic structure with two Fe sublattices exhibiting different magnitudes of
the magnetic moment.

DOI: 10.1103/PhysRevLett.115.027003 PACS numbers: 74.70.-b, 74.25.Gz, 78.30.-j

Similar to the cuprate high-Tc superconductors (HTS),
the phase diagram of the iron arsenides is characterized
by the interaction of superconductivity (SC) with elec-
tronic correlations that give rise to competing orders and
may also be involved in the SC pairing [1–7]. The iron
arsenides are considered to be archetypal HTS since they
exhibit well-resolved structural and magnetic phase
transitions with long-range ordered states that, unlike
the cuprates, are not obscured by strong fluctuation
effects. However, the interpretation is still complicated
by their multiband and multiorbital structure and a sizable
coupling between the charge, spin, orbital, and lattice
degrees of freedom [1,2]. A prominent example is the
combined structural and magnetic transition in undoped
and lightly doped samples for which it is still debated
whether it is driven by the spin or orbital sectors [6,8,9].
A related, controversial issue is whether the antiferro-
magnetic (AF) order is better described by an itinerant
picture, in terms of a spin density wave (SDW), or in
terms of local moments with exchange interactions that
depend on the orbital order.
New insights into these questions are expected from

the recent observation of a spin-reorientation transition
in underdoped Ba1−xNaxFe2As2 [10,11] from the usual
orthorhombic phase with a stripelike AF order (o-AF) at
TN1 > T > TN2 to a new tetragonal phase with an out-
of-plane spin orientation (t-AF) at T < TN2. Recently, in
Ba1−xKxFe2As2 even a reentrant transition back to the o-AF
state has been observed at TN3 < TN2 that seems to be
induced by SC [12].

Different magnetic orders with a so-called double-Q
structure, that can be viewed as a superposition of the
single-Q waves with ordering vectors Q1 ¼ ðπ; 0Þ and
Q2 ¼ ð0; πÞ (the latter prevails in the o-AF phase), have
been predicted for the t-AF phase within the magnetic
[13–15] and the orbital scenario [16]. The determination of
the magnetic space group and the possibly related orbital
order and/or structural modulations may be key to the
identification of the underlying mechanism. Also of great
interest is the effect of these magnetic states on the charge
carrier dynamics and their relationship with SC.
Here we present a study of the in-plane infrared (IR)

response of a Ba1−xKxFe2As2 single crystal which exhibits
the above described structural and magnetic transitions,
including a reentrant behavior in the SC state.
A crystal of 2 × 4 mm2 was grown in an alumina

crucible using an FeAs flux as described in Ref. [17].
Crystals from the same batch were previously studied with
thermal expansion and specific heat [12]. The c-axis
orientation of the spins in the t-AF state has been observed
with neutron diffraction [18]. The K content of one piece
was determined by x-ray diffraction refinement to be
x ¼ 0.247ð2Þ. The K content of the present crystal has
not been directly determined, but with muon spin rotation
(μSR) we identified three bulk magnetic transitions at
TN1 ≈ 72, TN2 ≈ 32, and TN3 ≈ 18 K [19] that conform
with a K content of x ≈ 0.24 − 0.25 [12]. The correspond-
ing structural transitions are also seen in the x-ray dif-
fraction data obtained with a 4-cycle diffractometer
(RIGAKU Smartlab) equipped with a He-flow cryostat.
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As shown in Fig. 1(a), the T evolution of the (1, 1, 14)
Bragg peak confirms that in the t-AF phase the ortho-
rhombic splitting is absent in about 90% of the volume.
Below TN3 the orthorhombic splitting reappears in the
entire sample with a magnitude that is only slightly smaller
than above TN2. The resistivity and magnetization data as
shown in Figs. 1(b) and 1(c) were obtained with a PPMS.
The reflectivity R was measured at 45–700 cm−1 with a

Bruker Vertex 70v FTIR spectrometer with an in situ gold
evaporation technique [20,21]. For the ellipsometry mea-
surements we used a homebuilt rotating-analyzer setup
attached to a Bruker 113v at 200–4500 cm−1 [22] and a
Woollam VASE ellipsometer at 4000–52 000 cm−1. We
measured the in-plane component of the optical response
representing an average of the a- and b-axis response

[23,24], since the twinning of the sample in the o-AF state
was not controlled. The combined ellipsometry and reflec-
tivity data have been analyzed as described in Refs. [21,25]
to obtain the complex optical response functions.
Representative spectra of RðωÞ are shown in Fig. 2(a),

for the corresponding spectra of the real part of the optical
conductivity, σ1; see Fig. 2(b). In the paramagnetic state at
T > TN1 and in the o-AF state at TN1 > T > TN2 the
spectra are similar as previously reported for underdoped
and undoped Ba1−xKxFe2As2 [23,24,26–28]. Above TN1,
they display a Drude peak at low frequencies due to the
itinerant carriers, and a pronounced tail to higher frequen-
cies with an upturn toward a maximum around 5000 cm−1,
that arise from inelastic scattering and low-energy inter-
band transitions, respectively. With decreasing T the Drude
peak narrows and the conductivity decreases overall due to
a spectral weight transfer to high energies that originates
from the strong Hund’s-rule coupling [23,29,30].
The well-known features due to the SDW in the o-AF

state are a strong spectral weight (SW) reduction and
narrowing of the Drude peak, a partial, gaplike suppression
of σ1 between 100 and 500 cm−1 and the formation of a
band around 750 cm−1 that corresponds to the SDW pair-
breaking peak [23,24,26,27]. These characteristic features
also manifest themselves in the T dependence of the
integrated SW which is displayed in Figs. 2(c)–2(d) for
representative frequency ranges. Figure 2(c) shows the
overall SW decrease due to the Hund’s-rule coupling.
Figure 2(d) reveals that the SW change due to the SDW
formation is rather gradual and starts well above
TN1 ≈ 72 K. This may be due to precursor fluctuations
below the frequency probed by the experiment (THz in the
IR compared with MHz in μSR) that were previously
also observed in underdoped BaðFe1−xCoxÞ2As2 [27] and
predicted [5].
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FIG. 1 (color online). (a) X-ray diffraction curves of the
(1, 1, 14) Bragg peak showing the splitting in the o-AF and
its absence in the t-AF states. (b) The dc resistivity ρ with the
inset detailing the changes around Tc and TN2. (c) The volume
susceptibility.
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FIG. 2 (color online). (a) The FIR reflectivity RðωÞ at selected temperatures. Inset: spectra of the ratio RðTÞ=RðT ¼ 35 KÞ. Note the
additional gap feature at 130 cm−1 which develops below 20 K. (b) The corresponding spectra of the real part of the optical conductivity,
σ1. (c)–(e) The integrated spectral weight SWb
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PRL 115, 027003 (2015) P HY S I CA L R EV I EW LE T T ER S
week ending
10 JULY 2015

027003-2



The SW of the pair breaking peak, which reflects the
magnitude of the order parameter of the SDW and thus of
the ordered magnetic moment due to the itinerant carriers,
amounts to 4.6 × 105 Ω−1 cm−2 [31]. It is only about 40%
lower than in the undoped parent compound [26,35]. Such
a moderate reduction of the magnetic moment is corrobo-
rated by a μSR study [36].
Next, we discuss the additional SW changes in the t-AF

state below TN2 ≈ 32 K. Figure 2 reveals that the transfer
of SW from the Drude peak to the SDW is now further
enhanced. The change of the shape of the pair-breaking
peak is rather specific. The high energy part remains almost
unchanged whereas a large amount of additional SW is
accumulated in a band centered at a lower energy. This
behavior is suggestive of the scenario discussed in
Ref. [37], in which the SDW in the double-Q state involves
an additional set of electron- and holelike bands that was
not gapped in the o-AF state. The different orbital character
of these bands may also be responsible for the spin
reorientation toward the c axis that is seen in neutron
diffraction [18]. As detailed in Ref. [31], the SWof the pair-
breaking peak nearly doubles at 9.1 × 105 Ω−1 cm−2 and
becomes even slightly larger (by about 20%) than in the
parent compound. In the future it will be interesting to
compare these results with neutron scattering data, which
equally probe the localized magnetic moment, to obtain an
estimate of the relative magnitudes of the itinerant and
localized moments.
The large, additional SWof the SDW pair-breaking peak

and the corresponding larger suppression of the Drude
response suggest that the t-AF state competes much more
severely with SC than the o-AF state. In Ref. [12], SC was

even reported to be absent above TN3 for a similar crystal
with x ¼ 0.247. For our crystal we observe a weak SC
response above TN3 with an onset at Tons

c ¼ 28 K in the
resistive transition in Fig. 1(b) that is fairly broad and
exhibits a peak feature that is reminiscent of a distribution
of Tc values [38]. The field-cooled magnetization in
Fig. 1(c) exhibits a double transition with a steplike
increase of the Meissner signal around TN3 ≈ 18 K.
Since the Tc values in the phase diagram of Ref. [12]
change significantly within a narrow doping range and
our x-ray data in Fig. 1(a) indicate that a minor fraction
of about 10% remains in the o-AF phase, it is possible that
the weak SC response above TN3 arises from the o-AF
minority phase whereas the t-AF phase itself is not
superconducting.
The FIR spectrum at 20 K confirms that the SC response

at TN2 > T > TN3 is rather weak. The SC gap formation in
the spectra of σ1ðωÞ remains incomplete and our estimate
of the SC condensate density ns yields a rather small value.
An upper limit for the SWof the delta function at the origin
due to the SC condensate has been obtained, as shown in
Figs. 3(a) and 3(b), by subtracting from ϵ1ðω; 20 KÞ the
contribution of the regular part, ϵreg1 , as derived from a
Kramers-Kronig transformation of ϵ2ðω > 0; 20 KÞ [31].
The obtained value of the SC plasma frequency of ωpl;SC ≈
4800 cm−1 corresponds to a magnetic penetration depth of
λab ≈ 335 nm. Note that this analysis is based on the
assumption of a homogeneous SC state which is not
justified if only the o-AF minority phase is superconduct-
ing. On the other hand, it provides an upper limit for the SC
condensate of the t-AF phase in case it is intrinsically
superconducting.

FIG. 3 (color online). FIR spectra of (a) σ1 and (b) ϵ1 in the t-AF phase above and below Tons
c ¼ 28 K. Also shown in (b) are the

derived spectra of ϵreg1 and ϵδ as discussed in the text and Ref. [31]. Panels (c) and (d) show an equivalent analysis in the o-AF phase with
the inset to (c) showing the difference spectra σ1ðT ¼ 35Þ − σ1ðT ¼ 7 KÞ. (e) T dependence of ω2

pl;SC, which has been derived from ϵδ
as shown in the inset.

PRL 115, 027003 (2015) P HY S I CA L R EV I EW LE T T ER S
week ending
10 JULY 2015

027003-3



Below the reentrant transition at TN3 ≈ 18 K the spectra
undergo characteristic changes which reveal that the SDW
reverts to almost the same state as in the o-AF phase above
TN2 and, concomitantly, the SC response is strongly
enhanced. Figure 3(c) shows that the pair-breaking peak
of the SDW is virtually the same for the σ1ðωÞ spectra at 7
and 35 K. Figure 2(d) confirms that the SW which the pair-
breaking peak has gained below TN2 is lost again below
TN3 where it is redistributed to the delta function at the
origin due to the SC condensate (similar as theoretically
described in Ref. [39]). The difference between the σ1ðωÞ
spectra at 35 and 7 K in Fig. 3(c) reveals a clear gaplike
suppression with a gradual onset around 500 cm−1 and a
sharp, steplike decrease below 130 cm−1. The latter gap
feature is also evident in the reflectivity ratio spectra in the
inset of Fig. 2(a) in terms of a kink that develops below
TN3 ≈ 18 K. The sudden, additional increase of ns below
TN3 is demonstrated in Fig. 3(e) in terms of the T
dependence of ω2

pl;SC ∝ ns. The latter is consistently
obtained from the analysis of the missing SW for the
σ1ðωÞ spectra shown in Fig. 3(c) and from the subtraction
of the contribution of the regular response from the
measured ϵ1ðωÞ to be, at 7 K, ωpl;SC ≈ 6100ð100Þ cm−1

and λab ≈ 265ð5Þ nm.
This characteristic SW redistribution between the SDW

pair-breaking peak and the SC condensate demonstrates
that the t-AF state is a more severe competitor for SC than
the o-AF state. The reentrant transition to the o-AF state
below TN3 is therefore likely driven by the competition
with SC. Even if it turns out that this transition is primarily
driven by another magnetic or electronic interaction, the
onset of SC certainly will further stabilize the o-AF order
with respect to the t-AF one.
Finally, we discuss the T dependence of the IR-active

mode around 259 cm−1, which corresponds to the in-plane
vibrations of Fe against As [23,40,41]. We cannot resolve
the expected small splitting of this mode due to the
orthorhombic distortion in the o-AF state [23], yet
Fig. 4 shows that in the t-AF phase it is accompanied
by a satellite at higher frequencies which consists of at least
two peaks centered at 268 and 272 cm−1. While their
amplitudes are T dependent, the two frequencies are not.
This suggests that the satellite is due to a Brillouin-zone
(BZ) folding. The presence of the satellite is indeed
consistent with the double-Q magnetic structure with
tetragonal symmetry as shown, for example, in Fig. 4 of
Ref. [16]. It contains two types of Fe sites: Fe1 and Fe2
with zero and nonzero magnetic moment, respectively.
Because of the inequivalence of Fe1 and Fe2, the modes
involving out-of-phase vibrations of Fe1 and Fe2 can be
expected to be IR active. A sketch of the corresponding
displacement pattern is shown in Fig. S4 of Ref. [31]. It
reveals that the modes belong to the Z point of the BZ of the
parent body-centered tetragonal lattice, presumably to the
highest phonon branch. In the BZ of the t-AF phase, they

are folded to the Γ point and thus can become IR active and
account for the satellite. This interpretation is consistent
with the in-plane out-of-phase iron character of the highest
branch along Γ-Z in Ref. [42]. The measured distance
of ca. 13 cm−1 between the main peak and the satellite
is comparable to the calculated value of 18 cm−1 between
the highest Γ-Z branch and the highest IR-active
mode [43]. The surprisingly large spectral weight of the
satellite as compared to that of the main mode implies a
considerable difference between the dynamical effective
charges of Fe1 and Fe2. It remains to be seen whether it is
accompanied by a corresponding static charge order and
possibly local displacements that might be detected by
x-ray diffraction.
In summary, with IR spectroscopy we studied the

transition from an orthorhombic in-plane antiferromagnetic
(o-AF) to a tetragonal out-of-plane AF (t-AF) phase and the
reentrance of the o-AF phase in the superconducting state
of an underdoped Ba1−xKxFe2As2 single crystal. In agree-
ment with the predicted single-Q to double-Q transition our
data show that a distinct SDWwith a more pronounced pair
breaking peak develops in the t-AF state. This SDW gives
rise to a much stronger reduction of the free carrier spectral
weight and thus competes more severely with SC than the
SDW in the o-AF state. In the t-AF state we also observed
additional IR-active phonon modes which likely originate
from a Brillouin-zone folding that is induced by the double-
Q magnetic structure with two Fe sublattices exhibiting
different magnitudes of the magnetic moment.
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FIG. 4 (color online). (a) Reflectivity and (b) conductivity
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